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Client: 
Fenghua Jinxing Wood Products Manufacture Co., Ltd. 
Bizhu Village, Xikou Town, Ningbo City, Zhejiang Province, 315521 China. 

Supplier’s name: N/A 

Test item(s): Toy  

Identification /  
Model No(s): 

Child swings  
Details please refer to page 3 
JXS-3055 

Sample Receiving Date: 2012-11-08 & 2012-11-15 & 2013-04-09 

Testing Period: 2012-11-08 – 2012-11-13 & 2012-11-15 – 2012-11-20 & 2012-11-20 – 2012-11-23 
& 2013-04-09 – 2013-04-11 

Test specification:   Test result: 

Please refer to page 2 Please refer to page 2 

  

 
 
 
 
 
 
 

 

Other information: 

The provided age grade of the items : Over 3 years of age. 

The appropriate age grade of the items : Over 3 years of age. 

The items were tested over 3 years of age. 
 

For and on behalf of 
TÜV Rheinland (Shanghai) Co., Ltd. 

 
 
 
 
2013-04-16 Wice Wang / Section Manager 

 

Date Name/Position 

 
Test result is drawn according to the kind and extent of tests performed.  
This test report relates to the a. m. test sample. Without permission of the test center this test report is not permitted to be duplicated in 
extracts. This test report does not entitle to carry any safety mark on this or similar products. 
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Test specification: 
2 PfG S 0026 Requirement: 

 Test result: 

EN 71 Part 1: 2011  Mechanical and physical properties Pass 

2009/48/EC CE Marking  Pass 

2009/48/EC Labeling Requirement  
(Importer / Manufacturer Mark,Product Identification,Washing / Cleaning instruction) 

Please refer to test page 

EN 71 Part 2: 2011   Flammability  Pass 

EN 71 Part 8: 2011 Activity toys for domestic use  Pass 

Polycyclic aromatic hydrocarbons (PAHs) Pass 

Phthalates Pass 

Total Lead Content Pass 

Formaldehyde content (EN 717-3 :1996) Pass 
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Material list 
 

Material 
No. 

Material Color Location Refer to 

1 Plastic Brown Rope Q00184023-1 item 2 

2 Plastic Black Connector Q00184023-1 item 3 

3 Wood Nature Wood stick  

4 Print + Plastic Black/red/transparent Packaging Q00184023-1 item 6 

5 Whole product Multi-color Child swings, JXS-3055  
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 EN 71 Part 1: 2011  Mechanical and physical properties 

 

Test no. 1 

Material no. 5 

4 General requirements 

4.1 Material cleanliness N/A 

4.2 Assembly N/A 

4.7 Edges N/A 

4.8 Points and metallic wires N/A 

5 Toys intended for children under 36 months N/A 

6 Packaging P 

7 Warnings, markings and instructions for use N/A 

 

 

N.B.: Only applicable clauses were shown. 

 
 
 
 
 
 
 
 
 
 
 
 
2009/48/EC CE Marking  
 

Test no. 1 

Material no. 5 

CE-marking  P 

 

 

Abbreviation:  

 P = PASS 
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2009/48/EC Labeling Requirement  
(Importer/ Manufacturer Mark, Product Identification, Washing/ Cleaning instruction)  

 

Test no. 1 

Material no. 5 

Importer/ Manufacturer Mark (European Company name and address)
+
 Absent 

Product Identification – type, batch, serial or model number 
+
 Absent 

Washing/ Cleaning instruction 
^
 NA 

Food package NA 

User limitations NA 

Instruction of Hygiene NA 

 

 

 

 

 
Abbreviation: N/A = Not Applicable 

 P = PASS 

  
  

Remark:  

*1 Only the English version and German version of the marking and instructions were assessed. 
According to the standard, instruction and other texts required by the standard should be written in the 
official language(s) of the country in which the product is to be sold. 

+ These labeling shall be indicated on the toy, or where that is not possible, on its packaging or in a 
documents accompanying the toys. 

The correct adherence to all requirements according to directive 2009/48/EC in regards to the marking 
(name or trademark and contact address of the manufacturer respectively the marking for 
identification [type, batch, model or serial no.])of the toy can only be confirmed by the manufacturer, 
his delegate or the person who brings it onto the market. The marked article were assessed, however, 
they can not be evaluated in the frame of this test. 

^ According to Directive 2009/48/EC, a toy intended for use by children under 36 months must be 
designed and manufactured in such a way that it can be cleaned. A textile toy shall, to this end, be 
washable, except if it contains a mechanism that may be damaged if soak washed. The toy shall fulfill 
the safety requirements also after having been cleaned in accordance with this point and the 
manufacturer’s instructions. 
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      EN 71 Part 2: 2011   Flammability  
 

Test no. 1 
Material no. 5 

4.1 General P 

 
N.B.: Only applicable clauses were shown. 

 

 

Abbreviation: P = PASS 
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EN 71 – 8: 2011 Activity toys for domestic use  

Test no. 1 
Material no. 5 

4  Requirements 

4.1 General P 

4.3 Entrapment P 

4.6 Swings P 

5 Warnings, markings, and instructions 

5.1 Warnings and markings P 

5.2 Assembly and installation instructions  P 

5.3 Maintenance P 

 
 

N.B.: Only applicable clauses were shown. 

 

 

Abbreviation: P = PASS 
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Polycyclic aromatic hydrocarbons (PAHs) 
 

Test Method: ZEK 01.4-08  
 

Test result  
 

 
 
 
 
 

  

Abbreviation: n.d. = not detected (< Reporting Limit) 
 RL = Reporting Limit 
 NA = Not Applicable 
 mg/kg = milligram per kilogram 

   Test No. 1 2 

 
 

  
Material No.: 1 2 

Parameter CAS No. Unit RL Result Result 
Acenaphthene 83-32-9 mg/kg 0.2 n.d. n.d. 
Acenaphthylene 208-96-8 mg/kg 0.2 n.d. n.d. 
Anthracene 120-12-7 mg/kg 0.2 n.d. n.d. 
Benzo[a]anthracene 56-55-3 mg/kg 0.2 n.d. n.d. 
Benzo[a]pyrene(BaP) 50-32-8 mg/kg 0.2 n.d. n.d. 
Benzo[b]fluoranthene 205-99-2 mg/kg 0.2 n.d. n.d. 
Benzo[k]fluoranthene 207-08-9 mg/kg 0.2 n.d. n.d. 
Benzo[j]fluoranthene 205-82-3 mg/kg 0.2 n.d. n.d. 
Benzo[g,h,i]perylene 191-24-2 mg/kg 0.2 n.d. n.d. 
Benzo[e]pyrene 192-97-2 mg/kg 0.2 n.d. n.d. 
Chrysene 218-01-9 mg/kg 0.2 n.d. n.d. 
Dibenzo[a,h]anthracene 53-70-3 mg/kg 0.2 n.d. n.d. 
Fluoranthene 206-44-0 mg/kg 0.2 n.d. n.d. 
Fluorene 86-73-7 mg/kg 0.2 n.d. n.d. 
Indeno[1,2,3-cd]pyrene 193-39-5 mg/kg 0.2 n.d. n.d. 
Naphthalene 91-20-3 mg/kg 0.2 n.d. n.d. 
Phenanthrene 85-01-8 mg/kg 0.2 n.d. n.d. 
Pyrene 129-00-0 mg/kg 0.2 n.d. n.d. 
Sum PAHs NA mg/kg NA n.d. n.d. 

 
Category 

*
 NA NA NA 1 2 

Limit of  
Benzo[a]pyrene(BaP) 50-32-8 mg/kg 

NA <0.2 1 

Limit of  Sum PAHs NA mg/kg NA <0.2 10 

Conclusion Pass  Pass 
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Remark: 
 
*   Single components with an amount of <0.2 mg/kg were not considered by the calculation of the sum. In 

the case of all 18 PAHs according to ZEK 01.4-08 were not detected, the result is stated n.d. 
 

**  PAH maximum permissible limits requirement from the GS-Mark Approval 
 

Parameter 
 

Category 1 Category 2 Category 3 

 Materials intended to be 

put into the mouth, or toy 

materials for children aged 

<36 months with intended 

skin contact 

Materials, which is not 

falling into Cat. 1, with 

foreseeable skin contact 

longer than 30 seconds 

(long-term skin contact) 

Materials, which is not 

falling into Cat. 1 or Cat. 

2, with foreseeable skin 

contact up to 30 seconds 

(short-term skin contact) 

Benzo[a]pyrene

[mg/kg] 

< 0.2 1 20 

Sum 

18 PAH  

(ZEK 01.4-08) 

[mg/kg] 

< 0.2 10 200 

 
Limit: Specific evaluation required according to type of foreseeable use. 
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Phthalates 
 

Test method: Organic solvent extraction, analyzed by GCMS  
 
Test result 
 
    Test  

No. 
1 

    Material 
 No. 

1+2 

Parameter CAS No. Unit 
RL  2 PfG S 0026 

Requirement 
Result 

Diisobutyl phthalate (DIBP) 84-69-5 % 0.005         0.1 n.d. 

Diphenyl phthalate (DPhP) 84-62-8 % 0.005         0.1 n.d. 

Conclusion % NA  Pass 

 
 
 
Abbreviation:  n.d. = not detected (< Reporting Limit) 
  RL = Reporting Limit 
  NA = Not Applicable 
  % = percentage 
Remark: 
 
*1   Single components with an amount of <0.005% were not considered by the calculation of the sum. 

 In the case of both 2 Phthalates were not detected, the result is stated n.d.  
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Total Lead Content 
 
Test method: Acid digestion, analyzed by ICP-OES / AAS  
 
 
Test result 
 

Test 
No. 

Material 
No. 

Test Parameter Unit RL 
2 PfG S 0026 
Requirement 

Test Result Conclusion 

1 1+2 Lead Content mg/kg 10 90 n.d. Pass  

 
Abbreviation: n.d. = not detected (< Reporting Limit) 
 RL = Reporting Limit 
 mg/kg = milligram per kilogram 
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Formaldehyde content (EN 717-3 :1996) 
 
Test Method : with reference to EN717-3:1996 and the duration/ template is 24 hours/40°C 
 
Test result 
 

Test 
No. 

Material 
No. 

Formaldehyde Content 
(mg/kg) 2 PfG S 0026 

Requirement 
Moisture content 

(%) 
Conclusion 

RL : 10  
Trial 1 Trial 2 Mean 

1 3 n.d. n.d. n.d. 110 7.3 Pass 
 
Abbreviation : n.d. = not detected (< Reporting Limit) 
 RL = Reporting Limit 
 mg/kg = milligram per kilogram 
 % = percentage 
 kg/m

3 
= kilogram per cubic metre

 

 
Remarks: 
 
*1.  The sample was packed in polyethylene bag and wrapped by aluminum foil prior to test. 
. 
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Sample Photo: 
 
 

 
 

- END – 
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